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WERRAT LR N ARG A PR A
Company Name GUANGZHOU BROADYA NEW MATERIALS MANUFACTURING CO.,LTD
shown on Report
- N 3 TP AEER X S 2 BT Al X AR P % 105
Address NO.10 HUAZHI WEST ROAD,HUAQIAO ECONOMIC DEVELOPMENT
EXPERIMENTAL ZONE,HUADU DISTRICT GUANGZHOU CITY
PAF IR 2 i i BBt A B B B R 4R B IA
The following sample(s) and sample information was/were submitted and identified by/on the behalf of
the applicant
(EREZR S BELIR AR AR M
Sample Name Flame Retardant Double Sided Tape
ziths) FR 120
Model No. FR 120
s 2025.4.25
Lot No. 2025.4.25
45t 12 R AR AR+ PO AR R A K
Material Release paper-+tissue+acrylic adhesive
FES W H 2025.06.04
Sample Received Date Jun. 4, 2025 Inspection & T
s 1 3 2025.06.04-2025.06.09
Testing Period Jun. 4, 2025 to Jun. 9, 2025
HIER MR R, 0T RACHE R T EIEY (Pb), 48 (Cd), 7Rk (He), AHrEs (Cr(VD)), £
?iﬁééz*ﬁ (PBBs), Z ¥ K[k (PBDEs), <R% —HEZMNE (DBP, BBP, DEHP, DIBP)3#EAT il
TN\ o
Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).
RS/ SR HZH T

Test Method/Test Result(s)

00-6788-333  www.

cti-cert.com

Please refer to the following page(s).

2025.06.09

S % 1Kl

VEIG A
SEEGE 4P Lab Manager

Date

No. R393561961
JTAA TN T O X AR — #2035

No0.203, Bohua 1st Road, Huangpu District, Guangzhou,Guangdong, China
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%lﬁf& Conclusion

TR B iR/ S g

Tested Sample According to standard/directive Result

R KK BERoHSHE4-2011/65/BU K HABTT H5 4 (BU) s

Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS
(EU) 2015/863

ok o sk sk sk ok ok ok ok sk sk ok ok ok sk sk ok ok ok sk sk ok ok ok sk s ok ok ok sk skt ok ok ok sk sk sk ot o ok sk s sk ok o o sk s s sk sk st ot ok ok ok sk sk sk sk sk sk ok ok ok ok ok ok sk sk skl ok ok ok R sk ok sk sk sk sk ok ok ok

T 22K 45 5 K RoHS 48 4-2011/65/EU S HAZ T #54- (EU) 2015/863% R IXJBRAH -
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU)

2015/863.
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s
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ﬁﬁ)—lﬂﬁfﬁ% Test Method
S NN S VIEG)
VEwigs| Mk 7 v WA 2%
Measured
Test Item(s) Test Method Equipment(s)
Y IEC 62321-5:2013 ICP-OES
Lead (Pb)
] IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7K IEC 62321-4:2013+AMDI1:2017 CSV ICP-OES
Mercury (Hg)
N IBC 62321-7-2:2017H1/BKIEC 62321-5:20130|  Uv-visICP-OES
Hexavalent Chromium (Cr(VT)) REEE

TIEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

ZREEIK IEC 62321-12:2023 GC-MS
Polybrominated Biphenyls (PBBs)

EQ S IEC 62321-12:2023 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)

AR — H IR IEC 62321-12:2023 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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6 25 5 Test Result(s)

WRIT B Tested Item(s) %R Result TrERH IR AL
001 MDL Limit

Y Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

#% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

7NPTE% Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg 1000 mg/kg

WA H Tested Item(s) &R Result TR IR e
001 MDL Limit

%7%&% Polybrominated Biphenyls (PBBs)

—JRIEXZK Monobromobiphenyl N.D. 25 mg/kg

TVREXZE Dibromobiphenyl N.D. 25 mg/kg

“REEK Tribromobiphenyl N.D. 25 mg/kg

VOYREEZA Tetrabromobiphenyl N.D. 25 mg/kg

FLIREKIR Pentabromobiphenyl N.D. 25 mg/kg 1000 mg/kg

INIRECR Hexabromobiphenyl N.D. 25 mg/kg

HLIREEZ Heptabromobiphenyl N.D. 25 mg/kg

JUIREXA Octabromobiphenyl N.D. 25 mg/kg

JURERZE Nonabromobiphenyl N.D. 25 mg/kg

FIREKZ Decabromobiphenyl N.D. 25 mg/kg

W3R B Tested Item(s) R Result TrER R PR
001 MDL Limit

£ J] — 5B Polybrominated Diphenyl Ethers (PBDEs)

— VR —ZKfF Monobromodiphenyl ether N.D. 25 mg/kg

VR T KEF Dibromodiphenyl ether N.D. 25 mg/kg

=R KW Tribromodiphenyl ether N.D. 25 mg/kg

PUYR — 2K T Tetrabromodiphenyl ether N.D. 25 mg/kg

TR — KT Pentabromodiphenyl ether N.D. 25 mg/kg 1000 mg/kg

INVR KK Hexabromodiphenyl ether N.D. 25 mg/kg

IR —2KWF Heptabromodiphenyl ether N.D. 25 mg/kg

JUR R Octabromodiphenyl ether N.D. 25 mg/kg

JUIR 7K Nonabromodiphenyl ether N.D. 25 mg/kg

+ R KW Decabromodiphenyl ether N.D. 25 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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6 25 5 Test Result(s)

SENT Y, g;l: Y A

WAIF H Tested Item(s) iR Result TR H R BR1E
001 MDL Limit

4B% — FH R TiE Phthalates (DBP, BBP, DEHP, DIBP)

2K —H R — T li§ Dibutyl phthalate N.D. 50 mg/kg 1000 mg/kg

(DBP)

CAS#:84-74-2

SRR ZHR T HERFEEE Butyl benzyl N.D. 50 mg/kg 1000 mg/kg

phthalate (BBP)

CAS#:85-68-7

AR _HIR = (2-23) Ofs Di- N.D. 50 mg/kg 1000 mg/kg

(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

B2 —HIER — 5 T8 Diisobutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DIBP)
CAS#:84-69-5
e /B R Sample/Part Description
g CTIRESHID jhik
No. CTI Sample ID Description
1 001 SRR

White double-sided adhesive

#ZVE: TR, 8, RZEEMEHEBETEE.
ND. =Rkt CNTIERHIR)
-mg/kg =ppm=H I 7L —
-1000 mg/kg =0.1%
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%

Hotline:400-6788-333  www.cti-cert.com  E-mail:info(
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ﬁﬂ)—!ﬂﬁﬁ Test Process
1. #(Pb), #(Cd), % (Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)

FEFE A TR RR A SRR R
Weigh sample and place it ::> Add digestion reagent :>

in a vessel Digest the sample

N T A A (WL TS

FA AR A R
) ik ab B e B s
L Dry Ashing/ .
ICP-OES ;£ 2
H o EETK E 1 Alkali Fusion/ Residue o
Analyzé d by (:I Make up with Acid Dissolution <:
ICP-OES deionized water . Filtration
S
Solution
2. 7k (Hg)
Mercury (Hg)
wer VR TN TN : R
& S?;T;pvz:srlel place It —| Add digestion reagent Digest the sample
FH B /R 2 1 7
Py GREH = e Rich
H ICP‘PES FETKES Alkali Fusion/ Residue s
ST <:| Make up with Acid Dissolution RRY
Analyzed by .. Filtration
ICP-OES deionized water I
W
Solution
3. A& Cr (V)
Hexavalent Chromium (Cr(VI))
RERERTRERN [P »
Weigh sample and place it — n ).‘\ i ﬁigﬁt” J — TH i
in a vessel Add digestion reagent Digest the sample

I
Add test solution

11

J

A pH A
Adjust the pH value
of the solution

wH, g
Cool and filter

V2 pH E
Adjust the pH value
of the solution

AEBTAKER

Malce up with —

deionized water

Hotline:400-6788-333  www.cti-cert.com

E-mail:info@cti-cert.com  Complaint call:0755-33681700

F UV-vis 73T
Analyzed by UV-Vis

Complaint E-mail:complaint@cti-cert.com
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4. ZBEK (PBBs), %R 7Kk (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)
PRERER TEE FHA HLE 77 A L

Weigh sample and place ) Extracted with —>

it in a thimble organic solvent

HRAEDBN R RMA
Transfer the extract into a

volumetric flask

g

Tl GC-MS 43t F A DL E 2

—

Analyzed by GC-MS

Make up with organic solvent

5. ARZ — HESES (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

PRELRE ST R
Weigh sample and place

it in a thimble

FA WL A EL
Extracted with

organic solvent

R REBUR R B R BN
Transfer the extract into a

volumetric flask

g

i GC-MS 43 H7 HA B e 7
e
Analyzed by GC-MS Make up with organic solvent
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.c Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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PR R

Photo(s) of the sample(s)

"012: lllTl: lliim‘l!1lﬁll1l 2122232425222728 29 313233 34 %
10 20 em 30

7 B Statement:

1 AR & A NS, B B SR s I 44 T 0 AL
This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. AR AT AR MIE . B SRS HIE R ARG, I RO S A DT, CTIRAZ S S
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;
3. ASHR A I G RN SR i 15T 5
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. BRAES A VN, RS HRILAC-G8:09/2019 / CNAS-GLO15:20221 F ] B4 52 (w=0) — JGH 58 MR EA T 75 & M 4 5
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;
5. RACTIB MR, AMIFEHDTEHIAMR L
Without written approval of CTI, this report can’t be reproduced except in full;
6. WA G SCA B SN R A ER, Blh O,
In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the
Chinese version shall prevail.

***?]ﬁ%%;ﬁ***

*** End of report ***

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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I}ﬁz‘:&‘Appendix

ZF' 7‘5% f§ B Client Reference Information
[F#4 %5 :RF100 , RF140

ﬁ Eﬁ Statement:

1 ISR R E IR, HEE RO E LT, CTIRZ LI B S,
The Appendix Information was/were provided by the applicant who should be responsible for the authenticity
which CTI hasn't verified.

2. P32 M A2250381451101001 B 75 M 78 o
The Appendix Information is/are the supplement(s) for the Report A2250381451101001E.

nI7ce
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